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Fatigue characterization on specimens.

Setup: 1 thermal camera, Fasther software, positioning system.

Damage detected within 100,000–200,000 cycles instead of over a million.

Sectors: steel and metals, composites, 3D printing and LFAM, testing labs.

Installation, training and 12 months of software updates included.
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